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REPORT OF MECHANICAL TESTS

SAMPLE ID:    Wrench

SUBJECT: Torque To Failure (Per Client’s Instructions)

TEST PROCEDURE:

Test was performed on the above parts using aCDI Torque Load Cell S/N 0610032429 calibrated
and traceable to the NIST.

LOAD  FAILURE
LOCATION/TYPE OF

FAILURE

777 ft-lbs. Twisted Shaft Body

Identification of tested specimens provided by the client.

Karl Schmitz, Director
KS/tlv Materials Testing


